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2.—Mineral Production of Canada, 1936=38—concluded.

1936. 1937. 1938.
Mineral, Quantity. Value. Quantity. Value. Quantity. Value.
OTHER NON—ME’I‘ALLICS— $ $ $
conclude
Micae: oo oo ¢ Ib. 1,601,557 74,556 | 1,890,376 133,731 | 1,037,026 80,989
Mineral water.... 154,286 18,516 5,019 20,586 188,309 21,619
Nepheline—syenite ........... 2 37,426 2 121,481 2 142,737
Phosphate............ ton 525 4,927 100 901 208 1,886
QUATLZ .. v o wimmmiae wne £ 1,046,649 597,781 1,377,448 | 1,129,011 1,380,011 961,617
LY | T g &« 391,316 | 1,773,144 458,957 1,799,465 40, 045 1,912,913
Silica brick........... M 2,393 97,285 3,744 181,126 1,788 00,403
Soapstone.......ocviiaieninnn 2 32,770 2 40,513 2 35,038
Sodium carbonate. ... ton 192 1,677 286 2,574 252 2,268
Sodium sulphate...... £ 75,598 552,681 79,884 618,028 63,009 553,307
Sulphurs.............. b 122,132 | 1,033,055 130,913 1,154,992 112,395 | 1,044,817
) [ . E 14,508 144,500 12,457 123,301 10,853 109,810
Torars, OrHER NoON-

METALLICS. ....ovuune 16,740,117 22,495,271 20,066,123
Totals, Non-Metallics. ... . 76,723,437 88,324,150 84,869,417
Clay Products and Other

Structural Materials.

CrLaY PRODUCTS.
Brick—

Soft Mud Process—

ACO. .. 6,097 111,378 9,904 175,544 10,838 208, 610

Common......... M 24,180 302, 690 23,636 316,534 24,104 313,082

Stiff Mud Process

(wire cut)— i
Face.....oveeneics M 30,218 575,765 37,610 735,615 34,179 671,471
Common......... M 35,592 484,078 55,689 755,630 50,734 681,744

Dry Press—

8 71, TR — M 8,961 165,924 12,565 233,542 13,125 266,039

Common......... M 10,241 100,785 14,136 162, 662 15,536 192,741
Fancy or ornamental

brick......: veivean s M 25 1,374 55 2,972 63 4,175

Sewer brick.... M 418 6,778 175 2,777 228 3,581

Paving brick....... M 116 3,149 3 131 1 34

Firebrick........... M 2,548 118,923 2,950 142,827 2,213 113,581
Fireclay and other clay ton 2,437 17,639 8,165 31,068 2,344 17,243
Bentonite............. 120 180 163 1,971 1,179 3,659
Fireclay blocks and shapes.. 2 65,171 ? 75,431 2 73,512
Hollow blocks........ ton 58,501 467,860 64,526 533,843 70,648 591,416
Roofing tile.......... No. 52,730 ,139 60,542 ,302 150, 504 5,196
Floor tile (quarries). .sq. ft. 97,738 13,798 73,191 12,169 100,958 15,330
Draintile............. M 8,148 214,590 11,391 298,970 12,862 322,774
Sewer pipe, copings, flue lin-

AR5 060 cowavvs sawi o9 v 2 588,485 2 790,210 2 778,107
Pottery, glazed or unglazed. . 2 218,402 2 232,209 2 235,890
Other clay products 2 11,919 2 19,4562 2 37,899

Torare, CLAY PrRODUCTS. -1 38,471,027 -1 4,516,859 - | 4,536,084

OTHER STRUCTURAL
MATERIALS.

. bbl. 4,508,718 | 6,908,192 6,168,971 9,095,867 | 5,519,102 | 8,241,350

ton 468,401 | 3,335,970 549,353 | 3,824,917 486,922 | 3,542,652

£ 22,124,160 | 6,921,399 || 27,001,301 | 10,492,696 | 32,223,882 | 12,002,554

“ 1,247 5, 900 ,519 979 ,311

“ 941,743 1,319,313 1,135,099 1,827,433 705,307 1,379,417

“ 3,731,548 | 3,143,872 (| 5,542,806 | 4,673,942 || 4,288,507 | 3,864,619

“ ,866 169, 698 ,642 8,595 ,375 87,274

“ 285,508 495, 856 235,165 343,871 101, 853 218,405
Torars, OTHER STRUCTTRAL

MATERIALS. . .oonvvnnn.. 22,299,714 30,352,840 29,342,582
Totals, Clay Products and

Other Structural Mat-

erlals....c.ov i o s 25,770,741 34,869,699 33,878,666
Grand Totals (Canadian

Funds).................. - 1361,919,372 ~ (457,359,092 - 441,823,237

1Contained in concentrates exported.

4Not available for publication,

2Not available.

3Value in Canadian funds,

sIncluded with petroleum refining.
pyrites shipped and estimated sulphur contained in the sulphuric acid ma.de from smelter gases.

¢Sulphur content of



